D&C  WAF:amp


SECTION 313510
DRY BOULDER HEADWALL

PART 1   GENERAL

1.01
RELATED WORK SPECIFIED ELSEWHERE

EDIT PARAGRAPHS BELOW TO SUIT PROJECT.

A.
Clearing, Filling, Grading and Compaction:  Section 310000.


B.
Filter Cloth:  Section 310000.

PART 2   PRODUCT

2.01
MATERIALS


A.
Boulders:  Sound, durable, stone, variable sizes (min dimension 6 inches), complying with the following requirements:



1.
Freeze-Thaw Test:  A maximum of 10 percent loss, by weight, after 25 cycles of freezing and thawing.



2.
Magnesium Sulfate Soundness Test:  A maximum 10 percent loss, by weight, after 10 cycles of the magnesium sulfate soundness test.

PART 3   EXECUTION

3.01
INSTALLATION


A.
Place boulders carefully by hand, using smaller sizes to fill the voids between larger stones, to the dimensions shown.
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