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SECTION 320117
PAVEMENT REPAIR AND RESURFACING

USE THIS SECTION FOR RESURFACING CONCRETE OR ASPHALT CONCRETE ROADS, PARKING AREAS AND WALKS.
PART 1   GENERAL

1.01
SUBMITTALS


A.
Product Data:  Manufacturer’s name and brand name for the following:



1.
Asphalt filler.



2.
Asphalt emulsion.


B.
Quality Control Submittals:



1.
Plant name and location of asphalt concrete supplier.

1.02
QUALITY ASSURANCE


A.
Comply with the applicable requirements of DOT Section 400-Bituminous Pavements.

PART 2   PRODUCTS

2.01
MATERIALS


A.
Asphalt Filler:  DOT Table 702-2 Asphalt Cements, Material Designation 702-0700.


B.
Asphalt Emulsion Tack Coat:  DOT Section 702, Table 702-9, Material Designation 702-90.


C.
Asphalt Concrete Top Course:  DOT Table 401-1, Type 7.

PART 3   EXECUTION

3.01
PREPARATION


A.
Conditioning of Existing Pavement:  Comply with DOT Section 633.


B.
Applying Asphalt Emulsion Tack Coat:  Comply with DOT Section 407-3.


C.
Cold Milling:  Comply with DOT Section 490.

3.02
RESURFACING WITH ASPHALT CONCRETE


A.
Lay asphalt concrete top course in accordance with DOT Section 401-3.

END OF SECTION
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