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SECTION 321823
BASEBALL FIELD SURFACING
PART 1   GENERAL

1.01
RELATED WORK SPECIFIED ELSEWHERE


A.
Earthwork, Compaction:  Section 310000.

1.02
SUBMITTALS


A.
Samples:  25 pounds of clay and 25 pounds of sand.

PART 2   PRODUCTS

2.01
CLAY-SAND MIXTURE


A.
Sand:  (70% by volume) ASTM C 33.


B.
Clay:  (30% by volume).

	Sieve
	Percent Passing

	No. 10
	100

	No. 200
	70 - 100




All clay passing a No. 40 sieve shall have a minimum 4, maximum 15 plasticity index and a maximum liquid limit of 35%.

PART 3   EXECUTION

3.01
INSTALLATION


A.
Mix Clay and Sand in proportions specified with mechanically driven rotary mixer.


B.
Spread Mixture on skinned area to a minimum thickness of 6 inches.  Do not allow mixture to segregate.


C.
Moisten and compact to 90 percent of maximum density.


D.
Reapply mixture as required to fill all pockets and depressions.  Moisten and compact as specified.

END OF SECTION
Updated 07/08/09

Printed 7/8/2009
321823 - 1
Project No. 


